
































 
 
 

APPENDIX C: 
 

Total Concrete Volumes 



Date Tonnes
10/12/2013 9
11/12/2013 6
12/12/2013 6

11/3/2014 6
12/3/2014 30
13/3/2014 6

7/4/2014 6
08/04/14 6
9/4/2014 6

9/10/2014 36
10/10/2014 6

24/4/2015 24
27/4/2015 54

1/5/2015 24
1/3/2016 33
2/3/2016 30
3/3/2016 22.6
7/3/2016 30
8/3/2016 36

10/3/2016 48
15/3/2016 30
16/3/2016 30
17/3/2016 6
21/3/2016 5
22/3/2016 6
23/3/2016 6
29/3/2016 6
25/4/2016 6
28/4/2016 6
29/4/2016 12
3/5/02016 6

5/5/2016 35
9/5/2016 30

12/5/2016 48
17/5/2016 42
18/5/2016 30
25/5/2016 48
27/5/2016 66
31/5/2016 36

1/6/2016 24
2/6/2016 33.6
3/6/2016 3
6/6/2016 42
7/6/2016 6
8/6/2016 10

10/6/2016 3.5
1000.7



 
 
 

APPENDIX D: 
 

Concrete Cube Tests 



   Compressive Strength and Density of a Hardened Concrete Specimen

Client: Job No.:

Date Rec`d:597 Walsall Road, Great Wyrley 
Walsall STAFFS WS6 6AE Report No.:

Site: Report Date:

Location: Mix Details:

02.06.16 02.06.16 02.06.16 02.06.16
09.06.16 30.06.16 30.06.16 sp

7 28 28 sp

2266 2269 2274
261.2 401.3 403.5
36.3 50.1 51.4

N N N

50 50 50 50

1) Specimens are tested in a saturated surface dry condition

2) Laboratory Curing Range is 18.0 - 22.0 ˚C

3) Specimen appearance as received is satisfactory

4) Certificate of Sampling available

5) Density is determined using the water displacement method

Comments:

Specimen testing was carried out in accordance with BSEN12390-3 : 2009, BSEN12390-2 : 2009 & BSEN12390-7 : 2009

N. Rodney (Director)

N.Collier (Director)

Signed: S.Pickard (Quality Manager)

For and on behalf of CML Ltd J.Slimm (Laboratory Manager)

QF48/Rev02/SP/Jun16

The following applies unless otherwise stated under comments.

Compressive Strength (N/mm²)

Type of Failure

Specified Strength at 28 Days

Date Cast

Test Report

 Dimension of Specimen (mm)

Sample No.

S484A S484B S484C S484D

Enviroarm Ltd

Bryn Posteg

disposed

J397

BSEN12390-3 : 2009, BSEN129390-2 : 2009 & BSEN12390-7 : 2009

Page 1 of 1

100 100 100

Client Address:

Client Ref

Date of Test

Age of Specimen (days)

Density (Kg/m³)

Maximum Load (KN)

Request Form No.

02.06.16
R486
30.06.16
C40/50Concrete Slab Compost

X



   Compressive Strength and Density of a Hardened Concrete Specimen

Client: Job No.:

Date Rec`d:597 Walsall Road, Great Wyrley 
Walsall STAFFS WS6 6AE Report No.:

Site: Report Date:

Location: Mix Details:

02.06.16 02.06.16 02.06.16 02.06.16
09.06.16 30.06.16 30.06.16 sp

7 28 28 sp

2266 2269 2274
261.2 401.3 403.5
36.3 50.1 51.4

N N N

50 50 50 50

1) Specimens are tested in a saturated surface dry condition

2) Laboratory Curing Range is 18.0 - 22.0 ˚C

3) Specimen appearance as received is satisfactory

4) Certificate of Sampling available

5) Density is determined using the water displacement method

Comments:

Specimen testing was carried out in accordance with BSEN12390-3 : 2009, BSEN12390-2 : 2009 & BSEN12390-7 : 2009

N. Rodney (Director)

N.Collier (Director)

Signed: S.Pickard (Quality Manager)

For and on behalf of CML Ltd J.Slimm (Laboratory Manager)

QF64/Rev01/SP/Jun16

The following applies unless otherwise stated under comments.

Compressive Strength (N/mm²)

Type of Failure

Specified Strength at 28 Days

Date Cast

Test Report

 Dimension of Specimen (mm)

Sample No.

S484A S484B S484C S484D

Enviroarm Ltd

Bryn Posteg

disposed

J397

BSEN12390-3 : 2009, BSEN129390-2 : 2009 & BSEN12390-7 : 2009

Page 1 of 1

100 100 100

Client Address:

Client Ref

Date of Test

Age of Specimen (days)

Density (Kg/m³)

Maximum Load (KN)

Request Form No.

02.06.16
R486
30.06.16
C40/50Concrete Slab Compost

X



   Compressive Strength and Density of a Hardened Concrete Specimen

Client: Job No.:

Date Rec`d:597 Walsall Road, Great Wyrley 
Walsall STAFFS WS6 6AE Report No.:

Site: Report Date:

Location: Mix Details:

03.06.16 03.06.16 03.06.16 03.06.16
01.07.16 01.07.16 01.07.16 sp

7 28 28 sp

2274 2276 2277
274.6 402.8 406.2
40.2 51.6 52.9

N N N

50 50 50 50

1) Specimens are tested in a saturated surface dry condition

2) Laboratory Curing Range is 18.0 - 22.0 ˚C

3) Specimen appearance as received is satisfactory

4) Certificate of Sampling available

5) Density is determined using the water displacement method

Comments:

Specimen testing was carried out in accordance with BSEN12390-3 : 2009, BSEN12390-2 : 2009 & BSEN12390-7 : 2009

N. Rodney (Director)

N.Collier (Director)

Signed: S.Pickard (Quality Manager)

For and on behalf of CML Ltd J.Slimm (Laboratory Manager)

QF67/Rev02/SP/Jul16

The following applies unless otherwise stated under comments.

Compressive Strength (N/mm²)

Type of Failure

Specified Strength at 28 Days

Date Cast

Test Report

 Dimension of Specimen (mm)

Sample No.

S487A S487B S487C S487D

Enviroarm Ltd

Bryn Posteg

disposed

J402

BSEN12390-3 : 2009, BSEN129390-2 : 2009 & BSEN12390-7 : 2009

Page 1 of 1

100 100 100

Client Address:

Client Ref

Date of Test

Age of Specimen (days)

Density (Kg/m³)

Maximum Load (KN)

Request Form No.

03.06.16
R491
01.07.16
C40/50Concrete Slab Compost

X




